
Icon showing (mechanical stripping 2012): 
massive sulfide lens exposed over a 25m length. 

Average thickness: 0.8m. 

Average grade: 1.4% copper, 8.1% zinc, 
0.2% lead, 51 ppm Ag and 0.3 ppm Au.


